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[\ Fire tests were performed at Intertek-ETL Laboratories. Furnace temperature was
; "\ | | | | | | | brought to 1200°F in 8 minutes and held for the duration of the test. Times
100 ¢ 1 represent the moment when the inside temperature reached 350°F. Temperature
| . . probes were positioned 7-inches below inside top surface.
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